
Phosphorus <0.025

Sulphur <0.010

Nickel 13-14

Molybdenum 2.50-3.0

Phosphorus <0.025

Iron Balance

Oxygen <0.040

Nitrogen <0.10

Manganese 0-2.0

Chromium 17-18

Vexma Technologies Stainless steel-SS316L

Tap Density

Element

5.05min

8.04min ASTM B923

ASTM B527

Flow Rate 15sec ASTM B213

Pyc. Density

D10, %

Characteristics Range(%)

16 to 24

26 to 36 ASTM B822

ASTM B822

D90, % 40 to 54 ASTM B822

D50, %

2.0 Particle Size Distribution (Microns)

Range(%)

Carbon <0.012

Silicon <0.437
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